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Applicant : GUANGZHOU HANKIN SANITARY WARE CO.,LTD
Address : A111, NO 143, Guangzhu Road, Lanhe Nansha, Guangzhou, Guangdong

The following sample(s) and sample(s) information was/were submitted by the behalf of the client
Sample Name ：100% acrylic solid surface material
Producer ：Guangzhou hankin sanitary ware co.,ltd
Sample Received Date ：2016.08.24
Sample Tested Date ：2016.08.24~2016.08.31

Test Requirement ：BS EN 14688：2015 《Sanitary Appliances-Wash Basins-Functional
Requirements And Test Methods》.

Test Result ：Please refer to the following page(s).

Inspected by: Checked by:

Urey Zhong
Lab Manager

Approved by: Approved date: 2016.08.31

Leslie Chen
BED General Manager No. R144419259

Center Testing International Pinbiao(Shanghai) Co., Ltd NO.1996, New Jinqiao Road, Pudong District, Shanghai, China
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Test results:

No. Test item Test requirement Test result Conclusion

1
4.4 Resistance to

chemicals and staining
agents

When used as intended, any functional

surface shall be resistant to household

chemicals and cleansing agents

recommended by the manufacture.
When tested in accordance with 5.5
, wash basins shall not show any p

ermanent surface deterioration, such
as stains or deterioration not remova

ble with water or abrasive agent.

The plate surface
is not show any

stains or
deterioration.

Pass
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Photo Appendix

Test sample(s)

*** End of report ***
The test report is effective only with both signature and specialized stamp. The result(s) shown in this report
refer only to the sample(s) tested. Without written approval of CTI, this report can’t be reproduced except in
full.


